X-Ray Absorption
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Use of the K S-filter. Reprinted from R. Jenkins and J. L. de Vries, An Introduction to
Powder Diffractometry, p. 14, Fig. 12. Copyright © 1977, N. V. Philips, Eindhoven, The Nether-

lands.



